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1.0 INTRODUCTION 

The present  study into the physics of fa i lure  of microelectronic  

devices i s  being undertaken to obtain results that will lead to 

better definition and specification of modes of fai  

rates. 

u re  and failure 

The basic  objective of the program is defined to: 

1) determine basic f a i l u r e  mechanisms and methods for  

de t e c t ion through te sting . 
perform s t r e s s  tes t s  to  verify fa i lure  mechanisms.  

develop techniques to identify and verify fa i lure  mechan- 

i sms .  

2) 

3) 

The program will ultimately lead to  methods of predicting fai lure  

r a t e s  through failure mechanism prediction. Furthermore,  the 

study will be essential  in developing t e s t s  to  s c reen  out potentially 

weak devices af ter  defining specific fa i lure  mechanisms a s  a func- 

tion of s t r e s s  level. 

The current  program is a continuation and expansion of the work 

s tar ted under Contract NASW-973.  

2 . 0  SUMMARY 

This report  covers  the effort expended during the second quar te r  

of Contract No. NAS 12-72. 

I 66 -5476 57- 
The Life tes t  data indicates the devices a r e  exhibiting stable pa ra -  

me te r  charac te r i s t ics  with exception of the e r r a t i c  response of the 

r eve r se  diode leakage current fo r  Vendor A. 

The completion of the temperature  cycling indicate Vendors B and 

C appear  to have been unaffected, while Vendor A experienced 

therm0 -compression bond failures. 
m 
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2 . 0  SUMMARY (Cont'd) 

The testing of the two new Vendor, D and E, devices has  s tar ted 

with the discontinuation of testing Vendor D until problem a r e a s  

a r e  resolved. 

The failure analysis has  shown that in addition to purple p l a y e ,  

imperfections in the dielectric coating have constituted the major  

source of difficulty. 

and alternative dielectr ic  coating materials are recommended as  

a means to both minimize the purple plaque and obtain low leakage 

Improvements in the inspection procedure 

I 
cur  rent circuit  s . 1 

3 . 0  CONTINUATION OF LIFE TEST 

3.1 Vendor A 

Vendor A units a r e  continuing life t e s t  and will have 5,000 hours  

completed on 16 March 1966. At the 5,000 hour data point th ree  

devices, numbered 9A, Z1A and 27A will undergo preliminary 

failure analysis.  

some in nature. Previously, at the 1,000 hour data point, input 

diode no. 9 showed the classic  symptom of inversion channeling. 

Annealing a t  125°C for 24 hours resulted in complete recovery 

of the diode leakage to approximately its initial value and has 

remained within the fai lure  c r i te r ia .  Presently,  diode no. 2 

has shown an increase  in r eve r se  diode leakage f rom 29.  10 nano- 

amperes  initially to 426. 7 nanoamperes at the 4, 000 hour data 

point. 

bias (4 volts) during the life t e s t  and show signs of the same 

failure mode. However, because of the nature of the problem, 

the device was returned to  t e s t  for additional hours  and detailed 

analysis awaits re-evaluation of the data a t  the 5, 000 hour point. 

It should be noted that even though a device is  considered a fail-  

u r e  in accordance with the failure c r i t e r i a  established in this 

study, the actual magnitude of r eve r se  leakage may be within 

the maximum l imits  specified by the manufacturer.  It is our 

Device number 9A has  historically been trouble - 

In both cases  the diodes have been under constant r eve r se  
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3.1  Vendor A (Cont'd) 

intent to  keep this  in  mind; however, by maintaining t ighter  

tolerance limits it is hoped that any given fai lure  mechanism 

may be revealed before it becomes catastrophic in nature.  

Devices numbered 21-4 and 27A are apparent failures.  

no. 3 of 21A at 4,000 hours has a reve r se  diode leakage of 

61.96ma and diode no, 3 of unit 27A has a 15.94pa r e v e r s e  

leakage at 4,000 hours .  

vices 21A and 27Aduring the 5,000 hour data point to  determine 

the validity of the noted f a i l u r e s .  

softening of the r eve r se  character is t ic  is occurr ing as a resul t  

of the combined temperature  and r e v e r s e  voltage which is being 

applied during the tes t .  

briefly review the electr ical  t e s t s  during operating life to ensure  

understanding of the t e s t  conditions. 

driven by the signal source  (0 -4  volts) which in turn  switches 

logic s ta tes  of one side of the dual gate. 

connected to the diode at pin 9 which in turn switches logic states 

of the second side of the dual gate. All unused diodes (numbered 

2, 3 and 8) a r e  connected to a t4 volt supply thus r eve r se  biasing 

these diodes. 

r eve r se  charac te r i s t ics  of these logic elements.  

Diode 

Special attention will be given to de-  

In both cases,  an  apparent 

It might be worthwhile a t  this  t ime to 

The diode a t  pin 1 is  being 

Output of gate one is 

The net effect is to study both the active and 

In a general  sense, the data indicates that the remaining devices 

a r e  exhibiting stable character is t ics  with the exception of the 

continued e r r a t i c  response of r eve r se  diode leakage cur ren t .  

The belief is that mobile ionic contamination is present  on o r  

within the oxide o r  at  the Si-Si02 interface which would cause 

minor inversion channeling when the devices a r e  subjected to 

a combination of high temperature  and voltage as in the case  of 

the operating life tes t .  The electr ical  pa ra ineter  measurements  

with the exception of the findings already reported show no sign 

of device degradation - which might lead  to  interconnect, metal i -  

zation, surface and bulk defects as a result  of 4, 000 hours of 

ope rational life. 
1 I 
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3.2 Vendor B and C 

GENERAL PRECISION, INC. 
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Vendors B and C units are continuing life t e s t  and will have 5,000 

hours completed on 24 February 1966. 

been reviewed and the results are contained in the following pa ra -  

graphs. 

The 4,000 hour data has 

REPORT NO. 2-0418 PAGE 6 OF 20 

Device 19B was reported a t  the 3,000 hour point as having indi- 

cated an  increase  in output t ransis tor  leakage. The measured 

value of leakage was  492.6 nanoamperes and a f t e r  annealing a t  

125°C for  24 hours  the reverse  leakage returned to near  i t s  

initial value of 4.8 nanoamperes.  

tional 1,000 hours  of operating life thes  r eve r se  leakage is  22.90 

nanoamperes which is within the failure l imi t s .  However, because 

of the original noted fai lure ,  device 19B warran ts  continued 

observation for  the remainder of operational life tes t .  

of the 4,000 hour data in  general, indicates no significant change 

in  e lectr ical  parameter  character is t ics .  The significance of 

these resul ts ,  is that Vendor B devices are exhibiting stable 

e lectr ical  and metallurgical charac te r i s t ics ,  within the detectable 

1 imi t s of m e a s u r  em e nt a c  cur a cy  . 

Upon completion of an  addi- 

Review 

Vendor C devices a r e  typically identical in performance charac-  

te r i s t ics  to Vendor B units and also show no significant change 

in e lectr ical  pa rame te r  character is t ics .  This of course, is with 

the exception of previously noted fai lures .  

4 .1  Vendor A 

The temperature  cycle tes t  has  completed the third and final 

cycle. 

Input diode no. 1 of device 48A indicates an electr ical  open. 

Prel iminary failure analysis shows a bond failure a s  the 

Results of the t e s t  have indicated two device fai lures .  



4.1  Vendor A (Cont'd) 

mechanism. 

which is the resul t  of thermal  s t r e s s  induced during test. 

investigation also indicates the oxide beneath the aluminum has 

been removed during the separation. 

generally accepted a s  typical; however, detailed failure analysis 

will be performed. 

A bond separation occurred  at  the AU-AL interface 

Initial 

Themode of fa i lure  is 

A second fai lure  has  been observed in device number 51A. Input 

diodes numbered 1 and 2 a l s o  failed during the final cycle of t e m -  

perature  cycling. Diode number 1 exhibited a r e v e r s e  voltage of 

approximately 8 volts with a r eve r se  current  of 1 pa. 
the r eve r se  voltage increased to a value of approximately 18 volts. 

The electr ical  character is t ics  warranted examination of the device. 

Prel iminary analysis indicated a near  open of the thermocompres - 
sion bond a t  the aluminum bonding pad. 

was easily accomplished with a slight l i f t  of the gold wire .  Input 

diode number 2 on the other  hand, shows no apparent bond sepa-  

rat  ion, El e c t r ical  m e  a s  u r  ement s indicate s imula r c ha r ac  t e  ri st ic  s 

a s  that of diode number 1 but detailed analysis is required to de t e r -  

mine the exact mechanism. 

generated at  this t ime i s  that it is a l so  a metallurgical weakness 

associated with the bond, possible in the form of a c rack  and/or 

void. 

At 10 pa 

Complete e lectr ical  open 

The only hypothesis which can be 

In a general  sense,  review of the post environmental data has  

shown little significant parameter  change after 150 cycles  of 

tempera ture  cycling. 

judgment is defined a s  shown i n  Table I. 
A significant change based on engineering 
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TABLE I 

Failure Cr i t e r i a  

P a r a m e t e r  Type 

Junction Breakdown Voltage 

Rev e r s e Junction Cur rent 
(CV) 

(IR) 
Saturation Voltage 
(VCESAT) 
Resistance (R) 

Sign if i c ant Change 1 
*25% of initial value 

Initiai X10 but g rea t e r  than 
10 nanoamperes 

+lo70 of initial value but 
greater than 10 millivolts 

220’70 of initial value 

The resu l t s  of input diode breakdown voltage measurements  with 

the exception of the failures and reverification of erroneous resu l t s  

indicate approximate values of 5 volts which is typical of a gold- 

doped emi t te r -base  diode as employed in Vendor A devices.  

output t rans is tor  saturation voltage measurements  indicate approx-  

imate values of 0. 2 to  0. 3 volts which a l so  i l lustrate typical prop-  

e r t i e s  of a gold-doped device. The diffused r e s i s t o r s  as shown by 

the data have indicated no significant change in absolute value. 

Any changes observed can most likely b e  attributed to instrumen- 

tation resolution e r r o r  and the ternperature coefficient of the 

r e s i s to r  itself. Reverse leakage current ,  the most  sensit ive 

measurement  to  device change, has  exhibited instability f rom data 

point to data  point. These  changes, however, indicate no de t r i -  

mental degradation but most likely indicate the existence of minor  

inversion channeling. xitnoug’n preserii, tile kc.; r c z z i z z ,  t k t  

under the stress conditions of this  tes t ,  the mechanism is minor .  

It is  important to note that con-,bined with the thermal  s t r e s s ,  the 

devices were  reversed  biased and the applied voltage of 4 volts i s  

typical of the logic levels  encountered in actual application. 

net resul t  of the reviewed data a t  this t ime shows: 

The 

The 

1) Potential bond weaknesses as witnessed by two device 

fai lures  . 

REPORT NO. 2 -041 8 



4 . 1  Vendor A (Cont'd) 
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2) Minor inversion channeling but of l i t t le o r  no concern. 

REPORT NO. 2 -04  18 

It should be noted that additional investigation is  present ly  being 

conducted on the remaining final measurements  taken a t  the com-  

pletion of the tempera ture  cycling tes t .  However, the resu l t s  of 

the post environmental measurements  ( repeated measurements )  

would indicate no significant findings in regard  to additional poten- 

t ial  problem areas. 

4.2 Vendors B and C 

Results of the tempera ture  cycle tes t ,  upon completion of the third 

and final cy-cle shows li t t le change in pa rame te r  values .  

€3 and C devices have exhibited extremely stable charac te r i s t ics  

during the applied therinal and voltage s t r e s s e s .  The significance 

of these resu l t s  a r e  that Vendors B and C devices for  all pract ical  

purposes a r e  unaffected by the tempera ture  ex t r emes  and r e v e r s e  

bias voltages of this tes t .  The breakdown voltage charac te r i s t ics  

indicate no input diode defects, and associated thermocompression 

bond o r  interconnect problems. Reverse  leakage has  revealed in 

n broad sense  no passivated sur face  and inversion channeling 

difficulties. 

t rans is tor  from a practical-device point of view has  shown no 

degradation in i t ' s  active character is t ics .  This in turn provides 

d relative measu re  of DC gain stability and in addition, indicates 

no aegraaaiioll 111 ; f f ~ z t  d i c d e z .  III 2 - e tA1111rg i r a l  sense no 

interconnect o r  bonding problems were uncovered. 

:i?easurerr,ents indicated no degradation a s  expected. 

be pointed out again that o n l y  the post environmental ;;:easurernents 

a s  previously iloted were  scrutinized. However, f rom the data 

andlyzed to  date no significant findings in  regard  to potential prob- 

lein a r e a s  is  anticipated. 

Vendors 

The saturation vc;ltage charac te r i s t ics  of the output 

. .  

The resis tance 

It should 



5 . 0  CONTINUATION O F  TEMPERATURE STRESS TEST 

5. 1 Vendor A and C 

Temperature  s t r e s s  testing h a s  been resumed and s tep 6 (330°C) 

has been completed. The collected data has  not completed data 

processing and, therefore ,  a comprehensive review of data has  

not been performed. 

que requires  the t r ans fe r  of all initial data f rom data shee ts  onto 

IBM cards .  

data which makes  the t ransfer  required pr ior  to processing. 

Expected completion of the reduced data is 25 February  1966. 

However, from general inspection little change has  occurred  

between s tep 5 (315OC) and step 6 (330°C) .  

ued evidence of junction softening as indicated by an increase  in 

r eve r se  leakage current .  The output t r ans i s to r  saturation volt-  

ages on the units a l s o  show degradation which i s  to be expected 

due to the formation of intermetall ic compound beneath the gold- 

aluminum bonds at  the chip. 

The newly employed data pm cessing techni- 

All environmental data is compared with the initial 

There is still  contin- 

Since, the tempera ture  s t r e s s  tes t  has once again been resumed, 

additional effort is  presently being initiated and expected completion 

of the tempera ture  s t r e s s  test is  11 March 1966. 

6 . 0  STUDY O F  N E W  DEVICES 

6 . 1  Vendor D 

The devices in the circuit  iorm oi :'coinpiemenrdry L r d r i b i b m r  

logic", (DTL) were  received in January.  The circui ts  a r e  a 

five input "AND" o r  "OR" GATE with an N P N  emi t te r  follower 

output. 

cornmon collector and emitter connections. 

The input gate is made up of five P N P  t r ans i s to r s  having 

The package construction with Kovar plates i s  a s  descr ibed in the 

30 November 1965 Quarterly Report. 
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6. 1 Vendor D (Cont'd) 
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During the initial measurements  nineteen devices were  catastrophic 

fa i lures .  Each device had a combination of fa i lure  m d e s .  The 

basic failure modes were: 

REPORT NO. 2 -0418 PAGE 11 OF 20 

1) 

2) 

3) 

4) 

base-emit ter  shorts  on the input t r ans i s to r s  

col lector-base shorts on the input t r ans i s to r s  

col lector-emit ter  shorts on the input t r ans i s to r s  

collector to  substrate nea r  shor t s  on the output t r ans i s to r  

Testing was discontinued on Vendor D devices until the problem 

a r e a s  a r e  resolved. 

of the t e s t  procedure and data were  sent to  him. 

with se r i a l  numbers  5 3  and 60 were  sent to  Manufacturer D for  

analysis of the fabrication processes .  

The manufacturer was notified and copies 

Also, two devices 

We were  subsequently notified that devices with the external leads  

bonded directly to the aluminum bonding a r e a s  on the  chip a r e  no 

longer available because the development was discontinued. 

6. 2 Vendor E 

Vendor E devices have started test .  Group 11, samples  numbered 

6 through 25 have completed 100 hours of operating life. 

of the f i r s t  100 hours  of operational life show no device failures 

and very l i t t le change in parameter  charac te r i s t ics .  

have been placed back into tes t  and expected completion of the 250 

hour measurement  interval is 28 February  1966. 

Results 

The units 

In addition, the temperature  cycle tes t  has  begun and the f i r s t  50 

cycles will be completed on 25 February  1966, at  which t ime 

measurements  will be performed. 

Temperature  s t r e s s  testing awaits completion of the tempera ture  

cycle tes t .  



6.2 

7 . 0  

7 .1  

7 . 2  

Device No. 

88B, 69B, 73B and SOB 

75A, 100A, 43A 

31C 

Vendor E (Cont'd) 

Defec t  

Purple  Plague 

Dielectric Impe rf ection 

Tubular Imperfection in Silicor 

In general, results of the initial measurements  and environmental 

measurements  obtained to date indicate stable device performance 

and no ear ly  device problems have been noted. 

20 GENERAL PRECISION. INC. PAGE 12 OF a LIBRASCOPE GROUP 

FAILURE ANALYSIS 

REPORT NO. 2-0418 

Status of Failure Investigations 

The devices which have been investigated and the major  source of 

failure a r e  summar ized  in Table 11. 

TABLE I1 
Summary of Investigated Devices 

Purple Plague 

The purple and black plague, the formation of various aluminum- 

gold alloys, have been discussed at some length a t  a recent sym-  

posium*. 

diffusion of gold into the aluminum. 

purchased from Manufacturer I1 have revealed the presence of 

purple plague when the bond i s  direct ly  in contact with the silicon 

die and the absence of the plague when the protective dielectric 

layer  was interposed between the silicon and the electrode connection. 

It is apparent therefore ,  that under cer ta in  conditions a passivating 

surface can provide some protection. 

It was postulated that the plague can be attributed to 

Recent studies** on circui ts  

* Browning, "Fai lure  Mechanisms Associated with Thermocompression 
Bonds in  Integrated Circuits", Physics of Fa i lure  in Electronics  4th 
Annual Symposium, November 1965. 
Company IR and D Sponsored: Roman Numerial  designations a r e  used 
when device studies were  performed through Company funding. 

** 



7 . 2  

Thickness 

10,000A" 

4,200 
6,600 

Purple Plague (Cont'd) 

Etch Rate 

2A"/sec 

4A" / s ec  
50A" / s e c  

? 

Manufacturer 11's device had only been subjected to an 85°C environ- 

ment when the failure occurred. 

developed purple plague after being exposed to 250°C. It is possible 

therefore,  that the passivating surface protection is  only par t ia l  and 

the distinction between direct  bonding with silicon and bonding on a 

passivated a r e a  would disappear at higher tempera tures .  

is being made to obtain a second device from Manufacturer I1 and 

subject it to a higher temperature  environment to investigate this  

possibility. This investigation will be completed during this next 

quarter .  

The device of Manufacturer B had 

An attempt 

To investigate the possibility that the dielectr ic  of Manufacturer I1 
may actually be a bet ter  protector than the dielectr ic  of device 80B, 

a detailed study was made of the two dielectr ics .  

summarized in Table I11 and discussed below. 

The resu l t s  a r e  

TABLE 111 
Comparison of Dielectric Proper t ies  of Two Devices 

Device 80B 

hilnnufacturer I1 - 3011 
lower layer  
upper layer  

Device 80B had been subjected to severa l  temperature  

s tep s t r e s s  t e s t s  up to 250°C. All of the gold thermo-  

compressed bonds had blackened a t  the thin fi lm alumi-  

num interface; the set  of bonds which were  in direct  

contact with the silicon, and the set  of bonds which were  

separated from the silicon by S i02  passivating layer .  

REPORT NO. 2-0418 I GENERAL PRECISION, INC. PAGE 13  OF 20 I a LIBRASCOPE GROUP 



7. 2 Purple Plague (Cont'd) 

The aluminum electrodes were  chemically r e m  ved with 

concentrated hydrofluoric acid. Fu r the r  t reatment  with 

aqua regia was required to remove pure gold and some 

partially oxidized and silicated aluminum which apparently 

formed during the elevated tempera ture  t reatment .  Addi - 
tional t rea tment  with potassium tri- iodide was required 

t o  remove the black intermetall ic compound which had 

formed. The underlying Si02 l ayer  was found to be macro -  

s sopic ally pe rf e ct . 
The SiO, l a y e r  was removed chemically. 

was 2Ao/sec which indicates a dense thermally grown 

oxide. 

was directly under the bond and the remaining par t  of the 

5 i 0 2  layer .  Thus, dne might conclude that Browning's 

mechanism is completely valid. 

The etch ra te  
2 

There was no difference between the Si02 which 

2 )  Device 301 1 (Manufacturer 11) 

The passivating layer  of device 301 1 is ma de up of two 

different dielectr ic  layers.  

reactive to dilute hydrofluoric acid dissolving a t  the ra te  

of 50 to 60 Ao/sec.  

dissolving at the rate  of 4 to 5A0/sec.  

The upper layer  i s  very 

The lower layer  is much  l e s s  reactive 

In addition to the difference in reactivity of the two layers ,  

it was noted that the aluminum interacted much more  

extensively with the dielectric than the aluxxinum dielectric 

interaction of Device &OB. 
appears  warranted to determine whether o r  not the:-tt is 

a marked difference in the capabilities of the two dielectric 

mater ia l s  to prevent purple plague. 

Fur ther  experimentation 

REPORT NO. 2 -0418 I GENERAL PRECISION. INC. PAGE 14 OF 20 I a LIERASCOPE GROUP 



7 .  3 Dielectric ImDer f e ct ion8 

As indicated in  Table 11, dielectric imperfections have been noted 

in  devices 75A, 100A, and 43A. 

Over and above the fact that the coincidence of imperfect  dielectr ic  

coatings in  the region of failed devices,  is cau re  f o r  concern about 

the dielectr ic  s t ruc ture ,  it should be noted that dielectr ic  imperfec - 
tions a r e  obvious in sections of the c i rcu i t  which have not yet 

failed. 

It is recommended that NASA request pictures  of microcircui ts  just  

pr ior  to aluminization in order  to a s s e s s  the uniformity of the 

dielectr ic  coatings. 

indicate whether o r  not the various manufacturers  have their  

dielectr ic  process  under control. 

A 250 magnification should be sufficient to 

For  completeness, the h is tory  and status of each device is given 

below: 

Device 75A 

A small  defect w a s  noted crossing over  the junction f rom the Nt 
to the P region. The dielectric was removed completely and the 

defect remained on  the silicon surface.  Whether the defect was  

in the silicon originally, o r  whether migration along the dielectric 

defect induced the i r revers ib le  defect could not be proved. 

Copper staining was performed to  determine whether o r  not the 

junction region was pr imari ly  Nt o r  P. 

staining prevented this determination but the inconsistencies con- 

f i rm  the probability of surface contamination possibly through 

inversion layer  formation. 

Inconsistencies in the 

The device was etched for  one minute with a weak etch consisting 

of 1 part  HF, 3 par t s  “ 0 3  and 8 par t s  acet ic  acid. The original 

REPORT NO. 2 -04 18 I OF 20 GENERAL PRECISION, INC. PAGE 15 
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7. 3 Dielectric Imperfections (Cont'd) 
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defect disappeared with this t reatment  confirming the fact that the 

defect did not penetrate deeply into the bulk silicon. 

REPORT NO. 2 -04 18 20 PAGE 16 OF 

Device lOOA 

The source of this  failure was reported on at length in the June 

1965 monthly progress  report. 

There it was shown that there  was  a flaw in the dielectr ic  extending 

f rom the N+ region to the P - N  junction. 

This device was reconstituted in the sense that replacement of the 

oxide and thin electrode film connection showed that the non-leaky 

diode remained non-leaky while the leakage of the defective diode 

was only partially reduced. 

Again i t  is impossible to positively state that the silicon was o r ig -  

inally perfect and the failure was  caused by the imperfection in the 

dielectric providing a path for migration of aluminum to the silicon, 

but the probability i s  there .  

An atterilpt was made to  prove the existence of a unique doping in the 

silicon corresponding to the imperfect  dielectr ic  region. 

oxide was  removed and the device stained. 

The new 

i 

Again, as in device 75A, there  were  inconsistencies in the staining 

and it was impossible to prove the existence of a unique doping in 

the position corresponding to the dielectr ic .  

Device 43A 

This device had a defect i n  the dielectr ic  which extended to a depth 

of only 45" A below the dielectric upper surface.  

700AO remain over  the silicon region. Thin film electrodes were 

redeposited and the original leakage disappeared. 

Approximately 



7 . 3  Dielectric Imperfections (Cont'd) 
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This device is being forwarded to NASA as instructed.  
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7 . 4  Possible Silicon Imperfection 

The only case in which a possible defec t l te  silicon wafer was used 

has been uncovered in the investigation of Device 31C. 

On investigation of the circuit, even pr ior  to aluminum removal, 

a defect was clear ly  discernible extending from the anode to the 

cathode of diode No.  7. 

100 magnification; Figure 1. 

The defect is c lear ly  discernible even a t  

A 1070 magnification view i s  shown in Figure 2 af te r  the oxide 

removal. The defect clearly extends into the silicon. 

In order  to study this  defect further,  the device was angle lapped 

and etched. 

to the direction of the defect. Figure 3 is a 950 magnification 

view of the sectioned device, while Figure 4 is a schematic of 

the view. 

The section was taken at  10 degrees  perpendicular 

Close scrutiny of the device both pr ior  and subsequent to angle 

sectioning leads to the following conclusion. 

tubular in nature  both "tubes" having a diameter  l e s s  than 

0.0001 inch. One of the defects was barely visible from the 

surface view, but was clearly evident from the sectioned view. 

The defects a r e  

It is difficult to imagine that the defects  were  visible on the surface 

during fabrication. Rather, it i s  probable that during the s tep 

s t r e s s  tes t  the thin covering of silicon cracked revealing the "tubes" 

beneath the surface.  

Pictures  of the defect a r e  being forwarded to the supplier to de t e r -  

inine whether o r  not they can confirm the existence of such tubular 
r l , . C - r t c  ;n k , , l t  c;1;cnn 
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7. 5 Analysis Study on New Devices 
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Two devices f rom Vendor D, s e r i a l  numbers  36 and 57, were used 

to become famil iar  with the construction and to  develop techniques 

for  disassembling of the device package. 
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The microcircui ts  were  packaged in afritted g lass  sandwich type of 

assembly between two gold plated kovar platelets. 

were  not paral le l  to  each other in e i ther  package. 

of the silicon chips were 0 .007  inches by 0.009 inches. 

Two platelets 

The dimensions 

Device 36D was opened by lapping along the edges. 

proved to be an undesirable approach a s  the device cracked open 

during lapping and the chip was recovered in five pieces.  

the autopsy technique was not a complete success ,  examination of 

the device was achieved. 

and P - N - P  t r ans i s to r s  on the same monolithic wafer with no 

apparent isolation. The input P - N - P  t r ans i s to r s  a r e  formed by 

utilizing the base, collector and substrate  a r e a s .  

This technique 

Although 

Investigation indicates N-P-N t r ans i s to r s  

Angle lapping two of the input t r ans i s to r s  confirmed a two step 

diffusion cycle; an N type diffusion in the P substrate  for the base,  

and a P type diffusion in the N base region for  the emi t te r .  

grounded P type substrate  (pin no. 8) functioned as the common 

collector for  all of the input t rans is tors .  

The 

A different approach was used to open device 57D. 

was first molded in lucite and then lapped on emery  cloth to remove 

the kovar platelets and glass  mater ia l  over  the surface of the silicon 

chip. 

a r e a s  on the chip which broke away chunks of silicon. Mechanical 

ineans were  t r ied  to remove the fri t ted,  but this  caused more  s i l i -  

con to break off. 

the organic binders, but proved not to be successful.  

was then t r ied which reacted with the fr i t ted g lass .  

would incidate that the glass  is a lead compound. 

The package 

During the lapping external leads broke loose from the bonding 

Organic solvent was used in an attempt to dissolve 

Nitric acid 

This reaction 



Figure 1 
100 X Magnification Device 31C After 

Removal of A 1 Metallization 

Figure 2 

Bridghg the  Anode to the Cathode 
1070 X Magnification Diode No. 7. Defects 



Figure 3 
950 X Magnification Diode No. 7. 

10" Angle Sectioning of Defects 
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Figure 3 
Schematic Drawing of iu' Angie 

Sectioning in Figure 3 



7. 5 Analysis Study on New Devices (Cont'd) 

Aqua Regia was used to  remove the aluminum metallization. 

aluminum metallization had left discolored imprints  on the oxide 

surface,  indicating interaction between the aluminum and the oxide. 

It was also noted that the oxide over  the input t r ans i s to r s  numbers  

1, 4 and 5 was damaged, possibly due to interaction with fr i t ted 

glass.  

electrically . 

The 

The damaged oxide may have failed to protect the t rans is tors  

In both devices 36D and 57D the aluminum metallization was d i s -  

colored even before packaging as indicated on the vendor supplied 

photographs. 

Texas Instruments SN532, "AND o r  "OR" GATE is shown on the 

manufacturer 's  specification sheet to be interchangeable with 

Vendor D's ''AND" or "OR" GATE and was used for  verification 

of the instrumentation. 

flat pack 1/4 inch by 1/8 inch. 

The package f o r  the SN532 is a metal  

The top of the SN532 device was removed and the microcircui t  

was examined for  comparison with Vendor D 's  devices. 

The dimensions of the silicon chip was 0 .007  inches by 0.015 inches. 

The ship was glued to a ceramic base with a c l ea r  plastic. 

the t r ans i s to r s  were  isolated from the substrate .  The aluminum 

metallization was bright without discoloration due to oxide forma-  

tion. No fur ther  analysis will be performed on this device. 

All of 

The resul ts  obtained from experimentation with the Vendor D 

package, even though not completely perfected, has  led to belief 

of success  in future attempts.  

(1) removing the kovar platelets by lapping, and (2 )  removing the 

glass  frit with H N 0 3  etch. 

The steps will be accomplished by 
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a .  o Data Reduction P r o g r a m  
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To facil i tate data reduction, electronic data processing p rograms  

have been developed and checked out which will speed up the reduc-  

tion of the increasing amount of data.  
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The data  is entered on standard 80 column IBM punch ca rds .  

IBM c a r d s  a r e  processed  through the computer which is programmed 

to statist ically reduce the data. 

presented onto two shee ts ;  one sheet contains the computed s ta t i s  - 

t i cs  and the other  s ta t is t ical  d a t a .  

The 

The s ta t is t ical  information is 

The computed s ta t i s t ics  sheets contain a l ist ing of the initial data 

and post environmental data. In addition, the difference (init ial  

reading - post environmental  reading) and percent  change from the 

initial of each device is computed. 

The s ta t is t ical  data sheets  contain the percent i les ,  initial group 

Inean, post environmental  group me an, mean difference,  number 

of t e n ~ p o r a r y  fai lures  and number of catastrophic  fa i lures .  

catastrophic fa i lure  is defined, for the purpose of this  program, 

as  a failed device which has  been removed f rom t e s t  and subjected 

to detailed failure analysis.  A t empora ry  fai lure  i s  defined a s  

a device which h a s  reached the fai lure  l imi t s  on one o r  m o r e  

pa rame te r s  but is under going pre l iminary  fai lure  analysis  o r  

placed back into tes t  for  fur ther  investigation. 

A 


